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Comments

DRILLHOLE

2000

Assay/analysis                

Drill Core

Copper 0.13 %

Lead 0.10 %

Zinc 3.57 %

Silver 9.1 g/t

Gold 0.42 g/t

DDH SB-2-000: 0.8 metre intercept from 119.9 metres 

downhole

Assessment Report 26377
N

SHEAR

1999

Assay/analysis                

Grab

Copper 0.64 %

Lead 1.8 %

Zinc 21.01 %

Silver 103.54 g/t

Gold 2.4 g/t

Sample of sphalerite lenses in an 8 metre wide north 

trending shear zone in Moffat Canyon (Stope Baby 

zone).

Assessment Report 26377
N
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