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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2011

Assay/analysis                

Drill Core

Silver 4.03 g/t DDH GL-10-03: 72.5 metre intercept, including 20 

metres assaying 8.5 grams per tonne silver and up to 

0.28 gram per tonne gold.

Assessment Report 32033
N

VEIN

1992

Assay/analysis                

Chip

Gold 42.9 g/t

Silver 34.7 g/t

Sample DR92-DL1: 1 metre chip across vein in trench 

above adit

Assessment Report 22460
N

VEIN

1988

Assay/analysis                

Grab

Gold 1.22 g/t Sample REC 3: sulphide mineralized quartz vein from 

old workings

Assessment Report 17646
N

VEIN

1988

Assay/analysis                

Grab

Gold 3.23 g/t

Silver 31.2 g/t

Sample REC 4: sulphide mineralized quartz vein from 

old workings

Assessment Report 17646
N

VEIN

1988

Assay/analysis                

Grab

Gold 2.58 g/t

Silver 3.3 g/t

Sample REC 5: sulphide mineralized quartz vein from 

old workings

Assessment Report 17646
N
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