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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2016

Assay/analysis                

Drill Core

Gold 32.2 g/t Grade intersections of up to 32.2 grams per tonne gold 

over 1.50 metres in hole GC18-39 and broader 

low-grade intersections of up to 0.7 gram per tonne gold 

over 50.21 metres in hole GC18-36.

KORE Mining Ltd. (2020-12-16): Technical Report on 

the South Cariboo Property, British Columbia, Canada

N

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 3.261 g/t Over 1.5 metres. Drillhole GC11-15.

PR REL Tiex Inc., Jan. 23, 2012

N

DRILLHOLE

2010

Assay/analysis                

Drill Core

Gold 1.68 g/t Over 3.05 metres. Drillhole GC-10-2.

EMPR ASS RPT 31630

N

SHOWING

2007

Assay/analysis                

Chip

Gold 4.32 g/t A weighted average grade across 20.5 metres.

Assessment Report 29919.

N

SAMPLE

2006

Assay/analysis                

Rock

Gold 15.65 g/t Sample 06GOW025.

Owsiacki, G. (2008-02-09): Technical Report – 

Geological Summary Cariboo Goldfields PropertyN
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