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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2004

Assay/analysis                

Grab

Zinc 9.9 %

Lead 7.7 % Assessment Report 27655, page 15

N

DRILLHOLE

2002

Assay/analysis                

Drill Core

Gold 0.745 g/t drilling yielded intercepts of 0.745 and 0.692 gram per 

tonne gold from 7 and 7.5-centimetre wide quartz veins 

in holes ACE-02-01 and -02, respectively

Assessment Report 27125; Turna, R. (2009-10-11): 

Technical Report on the Ace Property

N

DRILLHOLE

2002

Assay/analysis                

Drill Core

Copper 0.066 %

Zinc 0.086 %

Lead 0.070 %

Gold 0.575 g/t

drill hole ACE-02-04 intercepted a 10 metre interval of 

mineralized felsite yielding values up to 0.066 per cent 

copper, 0.086 per cent zinc, 0.070 per cent lead and 

0.575 gram per tonne gold

Assessment Report 27125; Turna, R. (2009-10-11): 

Technical Report on the Ace Property

N

DRILLHOLE

1998

Assay/analysis                

Drill Core

Gold 0.28 g/t

Silver 5.5 g/t

diamond drilling yielded intercepts of up to 0.28 gram 

per tonne gold over 0.2 metre and 5.5 grams per tonne 

silver over 0.3 metre in hole 98-03

Turna, R. (2009-10-11): Technical Report on the Ace 

Property

N

VEIN

1997

Assay/analysis                

Rock

Gold 5.040 g/t a sample (A97-42) from a 15 to 20 centimetre wide 

quartz vein in outcrop

Assessment Report 25437; Turna, R. (2009-10-11): 

Technical Report on the Ace Property
N

MAIN

1997

Assay/analysis                

Rock

Zinc 2 % Samples of the semi- to massive sulphide are reported 

to have yielded up to 2 per cent zinc

Assessment Report 25437; Turna, R. (2009-10-11): 

Technical Report on the Ace Property
N

VEIN

1996

Assay/analysis                

Rock

Gold 1.386 g/t rock samples from Test Pit 30 on the F Road yielded 

values up to 1.386 grams per tonne gold, while rock 

samples from Trenches A and G on the Collen and 

Hardychick (S) roads yielded values up to 0.296 and 

0.213 gram per tonne gold, respectively

Assessment Report 24989; Turna, R. (2009-10-11): 

Technical Report on the Ace Property

N
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VEIN

1994

Assay/analysis                

Grab

Gold 6.05 g/t grab sampling of mineralized quartz veins in outcrop 

yielded values of up to 0.355 gram per tonne gold from 

the F Road area (sample 1124), 0.41 and 0.36 gram per 

tonne gold from the slopes above the end of the F Road 

area (samples 1148 and 1150), 1.52 and 6.05 grams per 

tonne gold from the Colleen Road area (samples 1287 

and 1289) and 0.140 to 0.425 gram pe tonne gold from 

the Main Cirque area (samples 1176, 1195 and 1196)

Assessment Report 23733; Turna, R. (2009-10-11): 

Technical Report on the Ace Property

N
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