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Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
FLOAT Gold 217 gt samples (DOR-3R and 9R) of massive sulphide
Assay/analysis Copper 0273 % boulders
1995 N Rock Assessment Report 24404
TRENCHES Gold 1.21 g/t rock samples (DOR-5R) from former trenches
Assay/analysis Copper 0.148 % Assessment Report 24404
1995 N Rock
DRILLHOLE Gold 0.61 g/t diamond drilling (hole JD-88-2) yielded up to 0.61 gram
Assay/analysis per tonne gold over 1.4 metres from a zone of fracture
1989 N Drill Core argillite with abundant calcite veinlets hosting
pyrrhotite and trace chalcopyrite
Assessment Report 22016
MAIN Gold 0.78 g/t rock sampling (Doreen 3R) of the main Doreen zone
Assay/analysis Assessment Reports 16233 and 17215
1987 N Rock
RIDGE Gold 0.11 g/t rock sampling of the Ridge zone (GR87-22) to the north
Assay/analysis cast
1987 N Rock Assessment Reports 16233 and 17215
SAMPLE Gold 4.9700 g/t Sample across 2 metres.
Assay/analysis Assessment Report 11382.
1983 N Chip
DRILLHOLE Gold 0.56 g/t Percussion drill holes JD83-1, 2, 5, 7 and 8 intersected a
Assay/analysis mineralized zone, striking east-west and dipping 60
1983 N Drill Core degrees south, yielded from 0.17 to 0.82 gram per tonne
gold with an average of 0.56 gram per tonne gold over 2
metres
Assessment Report 11382
FLOAT Gold 4.1/t a channel sample (11208) from a large boulder or
Assay/analysis Silver 4.1 gt outcrop, located 50 metres to the south, over 1.0 metre
1982 N Channel Property File - Monte Christo Resources Ltd.
[1983-04-20]: Statement of Material Facts 91/83
OUTCROP Copper 0.084 % channel sample 11207 over 0.3 metre
Assay/analysis Gold 0.69 g/t Property File - Monte Christo Resources Ltd.
1982 N Channel Silver 5.83 g/t [1983-04-20]: Statement of Material Facts 91/83
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