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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

2016

Assay/analysis                

Grab

Gold 501.2 g/t

Assessment Report 36449, Sample 286

N

FLOAT

2016

Assay/analysis                

Grab

Gold 14.63 g/t

Copper 0.025 %

Lead 0.058 %

Assessment Report 36449, Sample 289

N

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 3.8 g/t Over 22.45 metres in drillhole FC11-03.

Press Release Barker Minerals Ltd., Apr. 13, 2012

N

DRILLHOLE

2009

Assay/analysis                

Drill Core

Lead 1.06 %

Silver 8.7 g/t

Over 0.4 metre in drillhole FC09-38.

Assessment Report 31389

N

TRENCH

2007

Assay/analysis                

Grab

Lead 1.80 %

Zinc 3.19 %

Copper 1.58 %

grab samples from trench FC07-3

Turna, R. (2008-03-29): Technical Report on Frank 

Creek Property, SCR and Peacock (Rollie Creek) 

Prospects
N

SAMPLE

1999

Assay/analysis                

Chip

Silver 69.0000 g/t

Gold 0.1400 g/t

Copper 0.6500 %

Lead 0.1200 %

Zinc 0.1000 %

Exploration in British Columbia 1999, page 23.

N
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