
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:093A  186 1500 AND 1650 TRENCHES Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

2005

Assay/analysis                

Rock

Gold 1.52 g/t

Silver 55.8 g/t

Lead 2.98 %

a sample (E37713) of quartz vein with 10 per cent 

galena from a former cat trench

Brown, J. (2009-01-28): Technical Report on the 

2000-2008 Exploration Programs on the Golden 

Cariboo Project

N

A

2004

Assay/analysis                

Rock

Gold 0.48 g/t

Lead 1 %

Zinc 1 %

Silver 30 g/t

a sample (166215) of massive galena from the A-Zone 

Zone assayed 0.48 gram per tonne gold and greater than 

30 grams per tonne silver, 1.00 per cent lead and 1.00 

per cent zinc, respectively

Brown, J. (2009-01-28): Technical Report on the 

2000-2008 Exploration Programs on the Golden 

Cariboo Project

N
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