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Comments

DRILLHOLE

2025

Assay/analysis                

Drill Core

Tungsten 0.88 % DDH F25-16: 1.0 metre intercept of tungsten tri-oxide, 

from 105 metres downhole

PR REL Happy Creek Minerals Ltd. Dec. 17, 2025
N

DRILLHOLE

2025

Assay/analysis                

Drill Core

Tungsten 0.57 % DDH F25-16: 1.65 metre intercept of tungsten 

tri-oxide, from 218.3 metres downhole

PR REL Happy Creek Minerals Ltd. Dec. 17, 2025
N

DRILLHOLE

2025

Assay/analysis                

Drill Core

Tungsten 0.25 % DDH F25-17: 2.5 metre intercept of tungsten tri-oxide, 

from 106.2 metres downhole

PR REL Happy Creek Minerals Ltd. Dec. 17, 2025
N

DRILLHOLE

2025

Assay/analysis                

Drill Core

Tungsten 0.79 % DDH F25-17: 2 metre intercept of tungsten tri-oxide, 

from 215 metres downhole

PR REL Happy Creek Minerals Ltd. Dec. 17, 2025
N

DRILLHOLE

2012

Assay/analysis                

Drill Core

Tungsten 4.04 %

Zinc 0.91 %

Silver 4.1 g/t

Indium 0.000451 %

Over 14.8 metres. Tungsten values are reported as 

tungsten trioxide (WO3). Drillhole F12-27.

PR REL Happy Creek Minerals Ltd., Nov. 19, 2012
N

SAMPLE

2007

Assay/analysis                

Bulk Sample

Tungsten 5.64 % Max value from 6 samples taken from the Blann 

showing.

EMPR ASS RPT 30824
N
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