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Name: DEERHORN

Status: Developed Prospect

Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
DRILLHOLE Copper 0.18 % DDH DH24-120: 86 metre intercept; including 68.5
Assay/analysis Gold 0.91 g/t metres of 0.18 per cent copper and 1.07 grams per
2024 N Dirill Core tonne gold.
PR REL Vizsla Copper Corp. Sept. 3, 2024
DRILLHOLE Copper 0.12 % DDH DH23-107: 37.5 metre intersection; includes 22.5
Assay/analysis Gold 0.78 g/t metres averaging0.13 per cent copper and 1.07 grams
2023 N Drill Core per tonne gold
PR REL Vizsla Copper Corp. Dec. 5, 2023
DRILLHOLE Copper 0.10 % DDH DH23-104: 90.7 metre intercept
Assay/analysis Gold 0.38 g/t PR REL Vizsla Copper Corp. Dec. 5, 2023
2023 N Drill Core
MAIN 32,800 kt Copper 0.22 %
Inferred Gold 0.49 g/t Press Release, Consolidated Woodjam Copper
2013 N Corporation, May 15, 2013
DRILLHOLE Copper 0.14 %
Assay/analysis Gold 0.85 g/t Press Release, Consolidated Woodjam Copper
2012 N Drill Core Corporation, January 21, 2013
DRILLHOLE Copper 0.23 %
Assay/analysis Gold 1.55 g/t Press Release, Consolidated Woodjam Copper
2012 N Drill Core Corporation, January 21, 2013
DRILLHOLE Copper 0.24 %
Assay/analysis Gold 133 git Press Release, Consolidated Woodjam Copper
2012 N Drill Core Corporation, January 21, 2013
DRILLHOLE Copper 0.39 % DDH DH10-09: 86.42 metre intercept
Assay/analysis Gold 0.62 g/t Assessment Report 33805
2010 N Drill Core
DRILLHOLE Copper 0.3% DDH DH10-14: 115.88 metre intercept
Assay/analysis Gold 0.29 g/t Assessment Report 33805
2010 N Drill Core
DRILLHOLE Copper 0.28 % DDH10-21: 139.5 metre intercept
Assay/analysis Gold 1.26 g/t Assessment Report 33805
2010 N Drill Core
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Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
DRILLHOLE Copper 0.35% DDH DH09-03: 59.03 metre intercept
Assay/analysis Gold 1.68 g/t Assessment Report 33805
2009 N Drill Core
DRILLHOLE Copper 0.13 % DDH WJ08-92: 44.9 metre intercept. The hole also
Assay/analysis Gold 0.23 g/t intersected 31.5 metres of 0.21 per cent copper and
2008 N Drill Core 0.49 gram per tonne gold over a 31.5 metre interval.
Assessment Report 33805
DRILLHOLE Copper 0.21 % DDH WJ08-93: 75 metre intercept
Assay/analysis Gold 0.47 g/t Assessment Report 33805
2008 N Drill Core
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