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MINFILE Number: Status:Name:093A  326 DOG SOUTH Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2006

Assay/analysis                

Rock

Gold 10.01 g/t a rock sample taken from area is reported to have 

yielded greater than 10.01 grams per tonne gold

Singh, B. (2008-02-11): Technical Report on the 

Spanish Mountain Property
N

SAMPLE

1989

Assay/analysis                

Grab

Gold 8.13 g/t

Silver 17.0 g/t

sample 74493-3

Assessment Report 18989

N
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