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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

2023

Assay/analysis                

Grab

Silver 1210 g/t

Copper 8.59 %

Gold 1.3 g/t

Antimony 3.39 %

Zinc 1.28 %

Sample Number 2066527: quartz vein pieces with 

intense malachite-azurite

Assessment Report 40732
Y

VEIN

2023

Assay/analysis                

Grab

Silver 806 g/t

Copper 5.8 %

Gold 1.17 g/t

Antimony 1.72 %

Zinc 0.85 %

Sample Number 2066532: copper sulphide-rich quartz 

near shaft/decline

Assessment Report 40732
Y

VEIN

1986

Assay/analysis                

Chip

Silver 435.1000 g/t

Gold 0.6500 g/t

Copper 3.3400 %

Zinc 0.4500 %

Sample #6289 across 1.5 metres of a quartz ankerite 

vein in sheared porphyritic basalt.

Assessment Report 15130.
N

SAMPLE

1985

Assay/analysis                

Grab

Silver 1686.5800 g/t

Gold 2.6000 g/t

Copper 13.5400 %

Antimony 7.4900 %

Sample 2828, grab sample of tetrahedrite mineralization.

Assessment Report 14816.

N
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