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MINFILE Number: Status:Name:093B  054 BOB Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1986

Assay/analysis                

Drill Core

Silver 3.4300 g/t

Arsenic 0.0078 %

Gold 2.6700 g/t

Mercury 0.0001 %

Antimony 0.0013 %

Sample #23120 (DDH86-13), over 3 metres.

Assessment Report 15660.

N
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