
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:093B  074 SOUTH LOBE Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2023

Assay/analysis                

Drill Core

Nickel 0.19 %

Cobalt 0.01 %

Chromium 0.39 %

Magnesium 23.03 %

DDH B23-01: 169.21 metre intercept from 59.45 to 

228.66 metres downhole

Assessment Report 41401
Y

DRILLHOLE

2023

Assay/analysis                

Drill Core

Nickel 0.17 %

Cobalt 0.01 %

Chromium 0.34 %

Magnesium 21.09 %

DDH B23-02: over a 146.65 metre intercept from 65.24 

to 211.89 metres downhole

Assessment Report 41401
Y

DRILLHOLE

2014

Assay/analysis                

Drill Core

Nickel 0.18 %

Cobalt 0.010 %

An 86 metre intersection within drill hole 14-12 from 99 

to 185 metres down hole depth. Reported nickel value 

is total nickel. Sulphide nickel is 0.09 per cent.

Assessment Report 35173
Y

DRILLHOLE

2014

Assay/analysis                

Drill Core

Nickel 0.18 %

Cobalt 0.010 %

A 153.7 metre intersection within drill hole BN14-19 

from 33 to 186.7 metres down hole depth. Reported 

nickel value is total nickel. Sulphide nickel is 0.09 per 

cent.

Assessment Report 35173

Y
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