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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TOTAL

2018

Indicated

Gold 5.12 g/t

Silver 1557.5 g/t

Tellurium 0.0160 %

Copper 0.19 %

Lead 0.038 %

Zinc 0.39 %

Meintjes, T., Lane, B. (2018-05-13): NI-43-101 

Technical Report on the Preliminary Economic 

Assessment for the Deer Horn Gold-Silver-Tellurium 

Property

 414 

N

kt

TOTAL

2018

Inferred

Gold 5.04 g/t

Silver 146.5 g/t

Tellurium 0.0137 %

Copper 0.16 %

Lead 0.039 %

Zinc 0.34 %

Meintjes, T., Lane, B. (2018-05-13): NI-43-101 

Technical Report on the Preliminary Economic 

Assessment for the Deer Horn Gold-Silver-Tellurium 

Property

 197 

N

kt

TOTAL

2012

Inferred

Gold 5.04 g/t

Silver 146.5 g/t

Tellurium 0.0137 %

Calculated using a 1.0 gram per tonne gold cut-off, 

containing 907,000 grams of gold, 26,300,000 grams of 

silver and 27,000 kilograms of tellurium.

Press Release - Deer Horn Metals Inc., April 11, 2012.
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Y
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TOTAL

2012

Indicated

Gold 5.12 g/t

Silver 157.5 g/t

Tellurium 0.016 %

Calculated using a 1.0 gram per tonne gold cut-off, 

containing 1,920,000 grams of gold, 59,500,000 grams 

of silver and 66,000 kilograms of tellurium.

Press Release - Deer Horn Metals Inc., April 11, 2012.
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