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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

2016 Silver  3,123,567 

Gold  59,936 

Copper  9,268,957 

 4,621,709  4,621,709 

2015 Silver  6,431,609 

Gold  111,226 

Copper  19,625,095 

 6,763,061  6,763,061 

2014 Silver  5,698,810 

Gold  84,040 

Copper  15,430,006 

 5,080,503  5,080,503 

2013 Silver  7,403,499 

Gold  92,780 

Copper  18,693,820 

 5,895,193  5,895,193 

2012 Silver  5,965,243 

Gold  80,185 

Copper  15,926,800 

Molybdenum  2,067 

 5,876,900  5,876,900 

2011 Silver  6,785,223 

Gold  109,484 

Copper  19,427,700 

Molybdenum  3,143 

 5,929,700  5,929,700 

2010 Silver  6,953,400 

Gold  99,400 

Copper  20,643,000 

Molybdenum  38,000 

 5,684,300  5,684,300 

2009 Silver  8,302,800 

Gold  108,300 

Copper  20,834,000 

Molybdenum  7,000 

 6,133,700  6,133,700 

2008 Silver  7,644,600 

Gold  95,114 

Copper  16,882,000 

Molybdenum  85,000 

 6,031,300  6,031,300 

2007 Silver  6,616,800 

Gold  181,860 

Copper  25,014,000 

Molybdenum  138,000 

 6,477,600  6,477,600 

2006 Copper  32,132,000 

Molybdenum  139,000 

 6,646,200  6,646,200 

2005 Copper  33,519,679 

Molybdenum  244,921 

 13,900,000  6,951,000 

2004 Copper  28,542,744 

Molybdenum  193,532 

 11,880,000  6,867,153 
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2003 Copper  32,781,359 

Molybdenum  143,741 

 10,150,000  6,999,077 

2002 Silver  8,393,000 

Gold  341,000 

Copper  35,032,632 

Molybdenum  507,432 

 10,760,000  7,421,715 

2001 Silver  9,052,000 

Gold  330,000 

Copper  36,397,770 

Molybdenum  888,380 

 10,750,000  7,415,866 

2000 Copper  33,489,741 

Molybdenum  596,348 

 7,145,600  7,145,600 

1999 Copper  37,039,615 

Molybdenum  443,031 

 9,260,600  6,958,700 

1998 Silver  8,576,000 

Gold  253,460 

Copper  36,867,700 

Molybdenum  249,480 

 13,628,197  6,549,997 

1997 Copper  6,304,586  1,249,602  1,249,602 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  90,946,551 grams  2,924,000 ounces

Gold  1,946,785 grams  62,591 ounces

Copper  493,853,204 kilograms  1,088,759,945 pounds

Molybdenum  3,679,075 kilograms  8,110,972 pounds

 153,864,165  169,606,209 

 122,698,876  135,252,358 

tonnes

tonnes

tons

tons
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Comments:
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2016 Imperial Metals 2016 Annual Information Form, March 29, 2017

2015 Imperial Metals News Release, January 19, 2016

2014 Imperial Metals 2014 Annual Information Form

2013 Imperial Metals 2013 Annual Information Form

2012 Imperial Metals News Release January 22, 2013

2011 Imperial Metals News Release January 22, 2013

2010 Imperial Metals New Release March 31, 2011

2009 Imperial Metals Annual Report 2009

2008 Imperial Metals Annual Report 2009

2007 Imperial Metals Annual Report 2007

2006 Imperial Metals Annual Report 2007

2005 Annual Information Form 2006, March 20, 2006. Tonnes mined 

calculated from strip ratio.

2004 Annual Information Form 2005, March 17, 2005. Tonnes mined 

calculated from strip ratio.

2003 Annual Information Form 2005, March 17, 2005. Tonnes mined 

calculated from strip ratio.

2002 Annual Information Form 2003, May 1, 2003. Tonnes mined calculated 

from strip ratio.

2001 Annual Information Form 2003, May 1, 2003.  Tonnes mined 

calculatated from strip ratio.

1999 Imperial Metals Corporation Annual Report 1999, page 10.

1998 Imperial Metals Corporation 1998, 1999 Annual Reports, pages 9,10.

1997 For the period September 22 to December 1997; mine opened October.

Page 3 of 3Friday, February 27, 2026 093E  037MINFILE  Number:


