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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

2012

Assay/analysis                

Chip

Copper 0.548 % a 16 metre trench chip sample, located 50 metres north 

of the main showing

Assessment Report 33921
N

SAMPLE

1999

Assay/analysis                

Rock

Copper 0.035 %

Gold 0.827 g/t

bedrock sample 64899

Assessment Report 26254

N

DRILLHOLE

1991

Assay/analysis                

Drill Core

Copper 0.1100 %

Molybdenum 0.0100 %

The best hole average over 73 metres.

Assessment Report 21969, page 21.

N
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