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MINFILE Number: Status:Name:093E  126 SADDLE VEIN Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2012

Assay/analysis                

Grab

Gold 0.92 g/t

Silver 633 g/t

Zinc 0.823 %

Tellurium 0.0357 %

Sample taken from Saddle Vein showing.

Press Release, Deer Horn Metals Inc., January 16, 2013

N

SAMPLE

2012

Assay/analysis                

Grab

Gold 1.16 g/t

Silver 159 g/t

Zinc 0.916 %

Tellurium 0.00576 %

Sample taken from the New Vein showing.

Press Release, Deer Horn Metals Inc., January 16, 2013

N

TRENCH

2011

Assay/analysis                

Grab

Silver 34.5 g/t

Zinc 1 %

Lead 1 %

a composite of grab samples (1361321) from a trench 

(Cam’s)

Lane, B., Giroux, G. (2012-04-17): Updated Resource 

Estimate for the Deer Horn Gold-Silver-Tellurium 

Property

N
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