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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

1

1992

Assay/analysis                

Rock

Gold 4.90 g/t

Silver 133.5 g/t

Zinc 8.37 %

Lead 0.50 %

Copper 0.22 %

Hooter zone

Assessment Report 22727

N

2

1992

Assay/analysis                

Rock

Gold 0.61 g/t

Silver 60.4 g/t

Zinc 0.05 %

Lead 0.14 %

Copper 0.03 %

Shaun zone

Assessment Report 22727

N

CREEK

1992

Assay/analysis                

Rock

Gold 1.10 g/t

Silver 102 g/t

Zinc 0.07 %

Lead 0.25 %

Copper 0.06 %

sampling of the Creek zone

Assessment Report 22727

N

SOUTHWEST

1992

Assay/analysis                

Rock

Gold 0.98 g/t

Silver 47.8 g/t

samples (NWR-21 through -24), taken south west of 

the Hooter zone

Assessment Report 22727
N

1

1991

Assay/analysis                

Chip

Gold 0.85 g/t

Silver 101 g/t

Lead 0.25 %

two 3 metre chip samples (91BENRO-25 and -26) of 

arsenopyrite-bearing hornfelsed volcanics from the 

Hooter zone assayed 0.52 and 0.85 gram per tonne gold, 

89.0 and 101.0 grams per tonne silver with 0.18 and 

0.25 per cent lead, respectively

Assessment Report 22059

N

CREEK

1991

Assay/analysis                

Chip

Gold 0.37 g/t

Silver 65.6 g/t

Lead 0.18 %

Zinc 0.22 %

a 3.5 metre chip sample (91BENRO-22) of similar 

mineralization from the Creek zone

Assessment Report 22059
N
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