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MINFILE Number: Status:Name:093F  116 JAVA 3-4 Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1996

Assay/analysis                

Grab

Molybdenum 0.235 %

Copper 0.050 %

Bismuth 0.016 %

Silver 38.6 g/t

Gold 0.740 g/t

Grab samples (VR-32628, -32632 and -32633) of 

ribbon banded quartz-sulphide veins.
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