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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

1995

Assay/analysis                

Grab

Gold 3.72 g/t

Silver 27.0 g/t

Float boulder samples.

Assessment Report 24311

N

1

1994

Assay/analysis                

Rock

Gold 0.280 g/t

Silver 24.2 g/t

Outcrop samples from the first zone of mineralization 

(sample 324).

Assessment Report 23749
N

2

1994

Assay/analysis                

Rock

Gold 0.140 g/t Outcrop samples from the second zone of 

mineralization (sample 37).

Assessment Report 23749
N

FLOAT

1994

Assay/analysis                

Grab

Gold 6.04 g/t

Silver 25.7 g/t

Float boulder samples (no. 2).

Assessment Report 23749

N

FLOAT

1993

Assay/analysis                

Grab

Gold 7.58 g/t

Silver 35.6 g/t

Mercury 0.598 %

Lead 1.217 %

Zinc 0.331 %

Float samples the property.

Assessment Report 23749

N

FLOAT

1992

Assay/analysis                

Grab

Gold 7.6 g/t Two float boulder samples yielded 6.1 and 7.6 grams 

per tonne gold, respectively.

Assessment Report 23749
N
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