
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:093F  124 SILVER STAR Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2015

Assay/analysis                

Grab

Silver 317 g/t

Copper 0.387 %

Lead 0.803 %

Antimony 0.228 %

two grab samples (193054 and 193055) assayed 317 

and 42.7 grams per tonne silver, respectively, with up 

to 0.387 per cent copper, 0.803 per cent lead and 0.228 

per cent antimony

Robb, W. (2019-10-14): Technical Report - Silver Star 

Property

N
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