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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2015

Assay/analysis                

Rock

Silver 317 g/t

Copper 0.387 %

Lead 0.803 %

Antimony 0.226 %

Molybdenum 0.053 %

A sample (193054) assayed 317 grams per tonne silver, 

0.387 per cent copper, 0.803 per cent lead and 0.226 

per cent antimony, while a nearby sample (193056) 

yielded 0.053 per cent molybdenum. The samples were 

not assayed for gold.

Assessment Report 35721

N

Saturday, February 28, 2026 Page 1 of 1093F  125MINFILE  Number:


