
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:093F  131 2XFRED WEST Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2018

Assay/analysis                

Rock

Gold 4.235 g/t

Silver 21.2 g/t

Eleven subcrop rock samples (CK18-110 through -120) 

yielded from 0.018 to 4.235 grams per tonne gold and 

1.5 to 21.2 grams per tonne silver.

Assessment Report 37772
N

TRENCH

2014

Assay/analysis                

Chip

Gold 0.66 g/t

Silver 8.5 g/t

Channel and chip sampling of trenches yielded up to 

0.66 gram per tonne gold and 8.5 grams per tonne silver 

over 2 metres in trench 16.

Assessment Report 35291
N

PIT

2013

Assay/analysis                

Chip

Gold 0.288 g/t

Silver 4.7 g/t

Twenty-eight 2-square-metre chip samples (2XF-60 

through -87) taken 5 to 10 metres apart over an 

approximately 200-metre strike length yielded an 

average of 0.288 gram per tonne gold and 4.7 grams per 

tonne silver, with values of up to 1.185 grams per tonne 

gold and 13.3 grams per tonne silver.

Assessment Report 34967

N

NORTHEAST

2012

Assay/analysis                

Rock

Gold 0.176 g/t

Silver 13.9 g/t

Eight rock samples (SAK12-42 through -49) from a 

zone of mineralization located approximately 550 

metres north-northeast of the 2011 samples yielded 

from 0.057 to 0.176 gram per tonne gold and 1.9 to 13.9 

grams per tonne silver.

Assessment Report 33436

N

PIT

2011

Assay/analysis                

Rock

Gold 1.072 g/t

Silver 17.1 g/t

Six rocks samples (MK11-340, -343, -346, -356, -358, 

-361) yielded from 0.126 to 1.072 grams per tonne gold 

and 1.6 to 17.1 grams per tonne silver.

Assessment Report 33436
N
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