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MINFILE Number: Status:Name:093H  019 CARIBOO GOLD QUARTZ Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TOTAL

2020

Combined

Gold 4.6 g/t Measured and indicated resource for the Cariboo Gold 

project (Bonanza Ledge [MINFILE 093H  140], BC 

Vein [MINFILE 093H  139], KL [MINFILE 093H  

140], Lowhee [MINFILE 093H  139], Mosquito 

[MINFILE 093H  010], Shaft [MINFILE 093H  006], 

Valley [MINFILE 093H  019] and Cow [MINFILE 

093H  019] deposits).

Beausoleil, C., Pelletier, C. (2020-10-05): NI 43-101 

Technical Report and Mineral Resource Estimate for 

the Cariboo Gold Project, British Columbia, Canada

 21,441 

Y

kt

TOTAL

2020

Inferred

Gold 3.9 g/t Inferred resource for the Cariboo Gold project (Bonanza 

Ledge [MINFILE 093H  140], BC Vein [MINFILE 

093H  139], KL [MINFILE 093H  140], Lowhee 

[MINFILE 093H  139], Mosquito [MINFILE 093H  

010], Shaft [MINFILE 093H  006], Valley [MINFILE 

093H  019] and Cow [MINFILE 093H  019] deposits).

Beausoleil, C., Pelletier, C. (2020-10-05): NI 43-101 

Technical Report and Mineral Resource Estimate for 

the Cariboo Gold Project, British Columbia, Canada

 21,649 

Y

kt

CARIBOO GOLD 

QUARTZ

2017

Indicated

Gold 2.4 g/t Resource at a 0.5 gram per tonne gold cut-off.

Information Circular 2018-1, page 23.

 35,800 

Y

kt

CARIBOO GOLD 

QUARTZ

2017

Inferred

Gold 2.3 g/t Resource at a 0.5 gram per tonne gold cut-off.

Information Circular 2018-1, page 23.

 27,500 

Y

kt

CARIBOO GOLD 

QUARTZ

2013

Inferred

Gold 2.74 g/t Calculated at 0.411 gram per tonne cut-off.

News Release, Barkerville Gold Mines Ltd., June 18, 

2013.

 44,600 

Y

kt

CARIBOO GOLD 

QUARTZ

2013

Indicated

Gold 2.00 g/t Calculated at 0.411 gram per tonne cut-off.

News Release, Barkerville Gold Mines Ltd., June 18, 

2013.

 16,100 

Y

kt
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