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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2019

Assay/analysis                

Drill Core

Gold 14.27 g/t Drilling on the Warspite occurrence area yielded 

intercepts of up to 14.27 grams per tonne gold over 

7.60 metres, including 125.50 grams per tonne gold over 

0.60 metres in hole PSP-19-002.

Beausoleil, C., Pelletier, C. (2020-10-05): NI 43-101 

Technical Report and Mineral Resource Estimate for 

the Cariboo Gold Project, British Columbia, Canada

N

DRILLHOLE

2005

Assay/analysis                

Drill Core

Gold 5.06 g/t Diamond drilling yielded intercepts including 2.52 grams 

per tonne gold over 6.06 metres in hole PSP05-02, 2.36 

to 2.53 grams per tonne gold and 0.34 per cent zinc over 

3.0 metres in hole PSP05-11 and 4.81 to 5.06 grams per 

tonne gold over 0.95 metre in hole PSP05-16.

Brown, J. (2009-01-28): Technical Report on the 

2000-2008 Exploration Programs on the Golden 

Cariboo Project

N

DRILLHOLE

1995

Assay/analysis                

Drill Core

Gold 1.34 g/t Drillhole PP9503 near the Warspite adit; 1.34 metre 

intersection.

Assessment Report 24754.
N

VEINS

1926

Assay/analysis                

Grab

Gold 22.8 g/t Selected sample from the junction of A and B veins.

Geological Survey of Canada Memoir 149, page 205.

N
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