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Comments

DRILLHOLE

2019

Assay/analysis                

Drill Core

Gold 19.3 g/t over 6.3 metres true width, including 69.4 grams per 

tonne gold over 0.5 metres true width

Morgan, G.J. (2019-09-17): NI 43-101 Technical 

Report - Preliminary Economic Assessment of the 

Cariboo Gold Project

N

DRILLHOLE

2015

Assay/analysis                

Drill Core

Gold 6.39 g/t Over 7.3 metres in drillhole BGM-15-024.

Press Release - Barkerville Gold Mines Ltd., September 

15, 2015.N

TRENCH

2012

Assay/analysis                

Channel

Gold 26.13 g/t channel sampling of trenches yielded up to 5.82 grams 

per tonne gold over 10.8 metres and 26.13 grams per 

tonne gold over 12.75 metres

Dzick, W. (2015-03-31): Cow Mountain NI43-101 

Technical Report

N

SHOWING

1932

Assay/analysis                

Grab

Gold 56.23 g/t

Silver 53.49 g/t

A sample taken from a vein on the Martha claim.

Bulletin 1 (1932-1), page 62.
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