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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

NORTHWEST

2019

Assay/analysis                

Rock

Copper 1.895 % Three rock samples from the northwest mineralized 

zone yielded from 0.535 to 1.895 per cent copper.

Assessment Report 38786.
N

MAIN

1985

Assay/analysis                

Chip

Copper 2.82 %

Silver 3.1 g/t

A chip sample from the main zone over 1.5 metres, 

while select grab samples yielded up to 5.02 per cent 

copper and 0.136 gram per tonne gold.

Assessment Report 15200.
N

SAMPLE

1928

Assay/analysis                

Chip

Silver 27.4000 g/t

Copper 25.5000 %

Across 0.23 metre, trace gold.

Ministry of Mines Annual Report 1928, page 193.

N
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