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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2014

Assay/analysis                

Chip

Gold 0.638 g/t A panel sample (AER-18) over a 0.6- by 0.6-metre area.

Assessment Report 35226.

N

SAMPLE

2014

Assay/analysis                

Rock

Nickel 0.146 %

Chromium 0.061 %

Maximum values from two nearby samples (AER-21 

and -22) of listwanite-altered(?) rock.

Assessment Report 35226.
N
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