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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

HIGH-GRADE

1974

Assay/analysis                

Rock

Chromium 9.80 % A select sample (91952) from a massive chromite pod.

Assessment Report 5648

N

SAMPLE

1974

Assay/analysis                

Rock

Chromium 0.295 % Average of Thirty-four rock samples with disseminated 

chromite.

Assessment Report 5648
N

Tuesday, October 28, 2025 Page 1 of 1093K  040MINFILE  Number:


