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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2019

Assay/analysis                

Rock

Copper 0.111 % Rock sample (A00348486) from the K2 occurrence.

Assessment Report 38569.

N

SAMPLE

2007

Assay/analysis                

Grab

Copper 0.71 %

Silver 40.8 g/t

A rock sample.

Assessment Report 29353.

N

SAMPLE

1989

Assay/analysis                

Rock

Copper 4.78 %

Silver 110.1 g/t

Float samples from the mineralized shear zone.

Assessment Report 20530.

N
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