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DRILLHOLE

2011

Assay/analysis                

Drill Core

Copper 0.12 % Significant drill intercepts included 0.39 and 0.20 per 

cent copper with 6.3 and 22.2 grams per tonne silver 

over 2 and 4 metres, respectively, in hole 1; 0.11 per 

cent copper, 0.108 per cent molybdenum, 0.12 per cent 

zinc, 4.7 grams per tonne silver and 0.23 per cent 

vanadium and 0.10 per cent copper over 26 metres in 

hole 2; 0.12 per cent copper over 60 metres in hole 3; 

0.11 per cent copper over 29.4 metres in hole 4, and 

0.24 and 0.22 per cent copper with 10.6 and 9.3 grams 

per tonne silver over 10 and 8 metres, respectively in 

hole 6

Assessment Report 32917

N

SAMPLE

2010

Assay/analysis                

Chip

Copper 0.391 %

Silver 16.1 g/t

Rock chip samples (ELD-10-AR-54 and -55) from a 

roadcut on the Elden breccia zone yielded values of 

0.391 and 0.193 per cent copper with 16.1 and 6.3 

grams per tonne silver over 0.38 and 0.60 metres, 

respectively

Assessment report 31904

N

SAMPLE

1998

Assay/analysis                

Chip

Copper 0.090 %

Silver 3.96 g/t

Panel and channel sampling yielded an average of 0.023 

per cent copper and 0.038 per cent molybdenum over 

10 metres, including 0.114 per cent molybdenum over 2 

metres on the Moly zone and 0.090 per cent copper 

with 3.96 grams per tonne silver over 61 metres, 

including 0.111 per cent copper and 6.26 grams per 

tonne silver over 29 metres on the main Eldin zone

Assessment Report 25760

N

SAMPLE

1998

Assay/analysis                

Grab

Silver 72.3000 g/t

Copper 0.3400 %

Molybdenum 0.0170 %

Average of eight grab samples in a 700 by 400 metre 

area.

Northern Miner - May 4, 1998.
N
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