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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN

1998

Assay/analysis                

Rock

Nickel 0.178 %

Chromium 0.094 %

Two samples 142686 and 142687

Assessment Report 25668

N

DRILLHOLE

1995

Assay/analysis                

Drill Core

Nickel 0.140 % Over 226.14 metres (1.52 to 227.99 metres down-hole) 

in hole B95-5.

Assessment Report 24277
N

MAIN

1995

Assay/analysis                

Chip

Gold 0.297 g/t

Nickel 0.239 %

Four chip samples (142362, 142363, 142419 and 

142387) from the area of drill hole B89-5 yielded from 

0.161 to 0.297 gram per tonne gold and 0.112 to 0.239 

per cent nickel over 1.0 with an average of 0.27 per cent 

nickel over 18 metres.

Assessment Report 24277 and Property File 520945

N
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