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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

2019

Assay/analysis                

Rock

Gold 0.309 g/t

Copper 0.543 %

A rock sample (2596468) from a historic trench.

Laird, B. (2019-11-12): NI 43-101 Technical Report on 

the Dungate Project, Omineca Mining Division, British 

Columbia
N

SAMPLE

1986

Assay/analysis                

Grab

Silver 2.2000 g/t

Gold 0.3600 g/t

Copper 0.1240 %

Sample from Star Klondike zone, sample #20766.

Property File - Fairbank, B.D., 1987.

DRILLHOLE

1969

Assay/analysis                

Drill Core

Copper 0.2800 % Quartz-rich section of diamond-drill hole DDH-2, from 

70 to 80 metres. Drillhole intersected altered porphyry 

with narrow seams of magnetite and minor chalcopyrite.

Assessment Report 5935.
N

Friday, October 24, 2025 Page 1 of 1093L  010MINFILE  Number:


