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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2008

Assay/analysis                

Grab

Copper 0.29 %

Gold 0.15 g/t

Silver 13.3 g/t

Zinc 2.58 %

grab sample (14461) across a 2-metre bed

Assessment Report 31515; Pautler, J. (2009-07-15): 

Technical Report on the El Toro ProjectN

SOUTHEAST

2008

Assay/analysis                

Grab

Copper 1.27 %

Gold 1.08 g/t

Silver 50.3 g/t

grab sample (14463) on a 3 to 4 metre wide bed located 

250 metres along strike to the south east, while above 

this band another 2 metre wide bed yielded 0.361 per 

cent copper 0.65 gram per tonne gold, 16.8 grams per 

tonne silver and 0.69 per cent molybdenum in sample 

14464

Assessment Report 31515; Pautler, J. (2009-07-15): 

Technical Report on the El Toro Project

N

SOUTHEAST

2008

Assay/analysis                

Chip

Copper 0.807 %

Gold 0.225 g/t

Silver 6.8 g/t

A further 200 metres along strike to the south east, 

sample (14529) over 1.2 metres

Assessment Report 31515; Pautler, J. (2009-07-15): 

Technical Report on the El Toro Project
N

SOUTHEAST

2008

Assay/analysis                

Chip

Copper 0.981 %

Gold 0.140 g/t

Silver 5.1 g/t

a stratigraphically higher bed, located another 350 

metres south east along strike, over 1.0 metre in sample 

14533

Assessment Report 31515; Pautler, J. (2009-07-15): 

Technical Report on the El Toro Project

N

SAMPLE

1978

Assay/analysis                

Grab

Silver 8.9000 g/t

Copper 0.4100 %

DDH-1 intersects 1.0 metre wide mineralized zone, also 

showed low gold, zinc and cadmium.

Assessment Report 7070.
N
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