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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DUMP

2008

Assay/analysis                

Grab

Copper 36.5 %

Gold 155 g/t

Silver 2306 g/t

a select sample (14555) of high grade dump material

Pautler, J. (2009-07-15): Technical Report on the El 

Toro ProjectN

TRENCH

2008

Assay/analysis                

Chip

Copper 6.51 %

Gold 4.65 g/t

Silver 202 g/t

a sample (14555) over 0.5 metres of disseminated and 

sulphide stringer mineralized andesite from a mined out 

trench

Pautler, J. (2009-07-15): Technical Report on the El 

Toro Project

N

DUMP

1914

Assay/analysis                

Bulk Sample

Silver 2523.4000 g/t

Gold 0.6900 g/t

Copper 1.2000 %

Sample from 23 tonnes of ore.

Minister of Mines Annual Report 1914, page 221.

N

Friday, February 27, 2026 Page 1 of 1093L  042MINFILE  Number:


