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SAMPLE

1988

Assay/analysis                

Chip

Copper 5.60 %

Silver 1541 g/t

Gold .435 g/t

A chip sample (TR88-133) taken from a quartz vein in 

a trench with about 10 per cent chalcopyrite and 20 per 

cent bornite assayed 5.60 per cent copper, 1541 grams 

per tonne silver and 0.44 gram per tonne gold.
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