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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

2008

Assay/analysis                

Chip

Copper 0.82 %

Silver 22.5 g/t

chip sample (14521) across the Duchess vein and 

adjacent wall rock at the adit portal over 2 metre with 

samples (14522) of vein material yielding up to 7.91 per 

cent copper and 100 grams per tonne silver

Pautler, J. (2009-07-15): Technical Report on the El 

Toro Project

N

PIT

2008

Assay/analysis                

Rock

Copper 1.13 %

Silver 90.2 g/t

samples (14519 and 14520) of the vein and wallrock 

from a pit located approximately 140 metres to the 

north

Pautler, J. (2009-07-15): Technical Report on the El 

Toro Project

N

SAMPLE

1983

Assay/analysis                

Grab

Copper 7 %

Silver 196.8 g/t Assessment Report 4812.

N
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