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MINFILE Number: Status:Name:093L  067 COUNTESS (L.1826) Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

NORTH

2008

Assay/analysis                

Rock

Copper 0.25 %

Silver 5.2 g/t

another rock sample (14515) taken approximately 250 

metres along strike to the north

Pautler, J. (2009-07-15): Technical Report on the El 

Toro Project
N

SAMPLE

2008

Assay/analysis                

Grab

Copper 5.27 %

Silver 69.9 g/t

grab sample (14517) across a 15 metre wide exposure

Pautler, J. (2009-07-15): Technical Report on the El 

Toro ProjectN
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