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MINFILE  Number: Name: Status:093L  127 CRONIN Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1974 Silver  113,557 

Gold  93 

Zinc  39,314 

Lead  23,212 

Copper  956 

Cadmium  308 

 544  544 

1973 Silver  252,712 

Gold  342 

Zinc  49,530 

Lead  42,062 

Copper  1,346 

Cadmium  509 

 2,994  1,814 

1972 Silver  275,728 

Gold  311 

Zinc  47,642 

Lead  44,946 

Cadmium  557 

 907  635 

1971 Silver  364,869 

Gold  435 

Zinc  72,321 

Lead  49,183 

Cadmium  855 

 907  907 

1970 Silver  367,015 

Gold  840 

Zinc  53,243 

Lead  50,508 

Cadmium  650 

 1,584  1,584 

1969 Silver  77,291 

Gold  62 

Zinc  15,579 

Lead  13,866 

Cadmium  155 

 272  272 

1967 Silver  145,407 

Gold  187 

Zinc  47,523 

Lead  33,595 

Cadmium  495 

 680  680 

1966 Silver  312,430 

Gold  218 

Zinc  80,396 

Lead  50,315 

Cadmium  1,040 

 907  907 
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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1965 Silver  379,892 

Gold  156 

Zinc  88,967 

Lead  63,472 

Cadmium  1,167 

 703  703 

1964 Silver  170,227 

Gold  249 

Zinc  41,592 

Lead  27,649 

Cadmium  476 

 454  454 

1963 Silver  108,798 

Gold  218 

Zinc  18,809 

Lead  14,037 

Cadmium  255 

 328  328 

1961 Silver  360,266 

Gold  467 

Lead  53,054 

Zinc  48,364 

Cadmium  625 

 1,102  1,102 

1960 Silver  281,607 

Gold  498 

Lead  41,603 

Zinc  34,474 

Cadmium  430 

 921  921 

1959 Silver  302,197 

Gold  342 

Lead  49,013 

Zinc  36,910 

Cadmium  440 

 907  907 

1958 Silver  191,874 

Gold  187 

Lead  31,969 

Zinc  30,909 

 112  112 

1957 Silver  2,072,237 

Gold  1,959 

Zinc  384,805 

Lead  317,033 

Copper  8,092 

Cadmium  4,891 

 5,368  5,368 

1956 Silver  1,436,554 

Gold  1,244 

Lead  294,727 

Zinc  275,443 

Cadmium  3,457 

 3,810  3,810 

1952 Silver  740,998 

Gold  871 

Zinc  128,133 

Lead  121,867 

Cadmium  1,702 

 3,184  3,184 
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1951 Silver  62,486 

Gold  93 

Zinc  16,162 

Lead  12,789 

 55  55 

1929 Silver  21,368 

Zinc  7,765 

Lead  6,214 

 27  27 

1917 Silver  132,405 

Lead  26,064 

 72  72 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  8,169,918 grams  262,669 ounces

Gold  8,772 grams  282 ounces

Zinc  1,517,881 kilograms  3,346,355 pounds

Lead  1,367,178 kilograms  3,014,112 pounds

Cadmium  18,012 kilograms  39,710 pounds

Copper  10,394 kilograms  22,915 pounds

 25,838  28,481 

 24,386  26,880 

tonnes

tonnes

tons

tons

MINFILE  Number: 093L  127 Name: CRONIN Status: Past Producer

Comments:
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