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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2008

Assay/analysis                

Drill Core

Gold 20.8 g/t

Silver 22.0 g/t

Zinc 7.43 %

Lead 1.66 %

Copper 0.29 %

From a 0.55-metre drill interval.

Assessment Report 30562.

N

VEINS

1990

Assay/analysis                

Grab

Silver 71.9000 g/t

Gold 16.7000 g/t

Copper 0.2200 %

Lead 4.6000 %

Zinc 5.8000 %

Highest values from a range of average assay grades of 

material exposed over 1.5 to 2 metres of true thickness 

from Type 1 veins. Low values in the range were 7.8 

grams per tonne gold, 32.2 grams per tonne silver, 0.66 

per cent lead, 0.51 per cent zinc, and 0.04 per cent 

copper.

Assessment Report 20520, page 9.
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