
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:093L  245 APEX 9 Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ROAD

1974

Assay/analysis                

Grab

Silver 0.0040 g/t

Copper 0.1310 %

Lead 0.0760 %

Strontium 0.1560 %

Zinc 0.5050 %

Grab sample from mineralized fractures in maroon 

andesite (Road showing). Barium assayed 9.58 per cent.

Assessment Report 5288.
N
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