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DRILLHOLE

1984

Assay/analysis                

Drill Core

Copper 0.29 %

Zinc 5.92 %

Silver 28.7 g/t

, drilling yielded two 3.0 metre wide intersection grading 

0.43 and 0.29 per cent copper, 0.51 and 5.92 per cent 

zinc with 7.2 and 28.7 grams per tonne silver, 

respectively, in hole DDH-18

Assessment Report 14256

N

SAMPLE

1984

Assay/analysis                

Chip

Copper 1.89 % a sample assayed 1.89 per cent copper over 2.4 metres, 

while grab samples yielded up to 5.01 per cent copper, 

0.14 per cent zinc and 2.1 grams per tonne silver

Assessment Report 14256
N

VEIN

1926

Assay/analysis                

Grab

Silver 75.4000 g/t

Gold 10.2000 g/t

Zinc 26.5000 %

Sample from mineralized vein, also hosts trace lead.

Minister of Mines Annual Report 1926, page 38.
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