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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

OPENCUT

1985

Assay/analysis                

Grab

Silver 175.5000 g/t

Gold 0.0300 g/t

Copper 2.3100 %

Zinc 9.1600 %

1.3 metre sample from an open cut. Lead assayed 0.02 

per cent.

Assessment Report 14256.

ADIT

1951

Assay/analysis                

Chip

Silver 208.6 g/t

Copper 2.5 %

Zinc 25.1 %

a chip sample from the footwall section of the western 

adit of the Lakeview zone over 1.68 metres

Kemp, R. (2015-07-01): Technical Report on the 

Grouse Mountain Property
N
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