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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2008

Assay/analysis                

Grab

Copper 0.084 %

Silver 28.2 g/t

sample 14473

Pautler, J. (2009-07-15): Technical Report on the El 

Toro ProjectN

DRILLHOLE

1990

Assay/analysis                

Drill Core

Silver 44.0000 g/t

Gold 0.3200 g/t

Copper 0.6500 %

Zinc 1.0500 %

An average of a drill intersection of a strongly brecciated 

zone (shear?) between 20.1 and 23.6 metres.
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