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Comments

FLOAT

2017

Assay/analysis                

Rock

Silver 10839 g/t

Gold 17.77 g/t

angular float sample (LENR1702) of quartz breccia vein 

with a massive pyrite veinlet and sericite altered wall 

rock collected from a new access road to the east

Hutter, J.M. (2017-12-15): Technical Report - Lennac 

Lake Cu-Mo Mineral Property

N

TRENCH

2017

Assay/analysis                

Rock

Copper 0.233 %

Silver 5.7 g/t

a sample (LEN1716) of volcanic breccia with malachite 

staining from a former trench

Hutter, J.M. (2017-12-15): Technical Report - Lennac 

Lake Cu-Mo Mineral Property
N

DRILLHOLE

2007

Assay/analysis                

Drill Core

Copper 0.1 %

Silver 1 g/t

From the first 43 metres of drillhole LL07-1.

Assessment report 29459.

N
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