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| MINFILE Number:  093L 367 Name: STARS Status:  Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
DRILLHOLE Copper 0.34 % A 64.0 metre interval (57.0-121.0 metres) in drillhole
Assay/analysis Silver 171 gft DD18SS014.
2018 N Drill Core Molybdenum 0.006 % Press Release - ML Gold Corp., January 9, 2019.
Gold 0.03 g/t
SAMPLE Copper 0.23 % From a 20-metre channel sample.
Assay/analysis Gold 0.23 g/t Assessment Report 30239.
2008 N Channel
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