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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

CREEK

2008

Assay/analysis                

Rock

Silver 2015 g/t

Gold 3.88 g/t

Zinc 18.80 %

Lead 16.04 %

Copper 0.31 %

Sample GRM20 from the Creek zone

Ray, G.E. (2008-09-03): The Geology and 

Mineralization at the MAXKNOLL Zn-Pb-Ag-Au 

Property
N

SAMPLE

1988

Assay/analysis                

Drill Core

Silver 1248.0000 g/t

Gold 1.1300 g/t

Sample from a 0.5 metre drill intersection.

Assessment Report 18572.

N
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