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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1968

Assay/analysis                

Chip

Silver 1758.8 g/t

Lead 13.2 %

Zinc 16.17 %
Property File, Newman, W.R. [16/12/1968]: Geology of 

the Barber Bill property, page 6N

SAMPLE

1940

Assay/analysis                

Channel

Silver 510.6000 g/t

Arsenic 8.1500 %

Gold 1.5000 g/t

Lead 5.6700 %

Antimony 2.2200 %

Zinc 12.5000 %

Channel sample across 60 centimetres.

Geological Survey of Canada Memoir 223, page 8.
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