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BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:093M  042 SLOCAN Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1940

Assay/analysis                

Chip

Silver 204.4000 g/t

Lead 12.3200 %

Antimony 4.9500 %

Across 10 centimetres of the Slocan West showing.

Geological Survey of Canada Memoir 233, page 19.

N

Sunday, October 26, 2025 Page 1 of 1093M  042MINFILE  Number:


