
MINFILE Production Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE  Number: Name: Status:093M  043 SUNRISE (L. 595) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1980 Silver  31,850 

Gold  6,656 

Zinc  4,030 

Lead  3,376 

Copper  229 

 191  191 

1979 Silver  22,985 

Lead  2,790 

Zinc  2,374 

 181  181 

1978 Silver  19,377 

Zinc  2,356 

Lead  1,642 

 26  26 

1975 Silver  45,597 

Zinc  4,908 

Lead  4,867 

 40  40 

1970 Silver  16,236 

Zinc  1,788 

Lead  1,090 

 22  22 

1915 Silver  257,160 

Lead  29,989 

 67  67 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  393,205 grams  12,642 ounces

Gold  6,656 grams  214 ounces

Lead  43,754 kilograms  96,461 pounds

Zinc  15,456 kilograms  34,075 pounds

Copper  229 kilograms  505 pounds

 527  580 

 527  580 

tonnes

tonnes

tons

tons

MINFILE  Number: 093M  043 Name: SUNRISE (L. 595) Status: Past Producer

1980 Crude ore.

1978 Crude ore.

1975 Crude ore.

Comments:
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